
ConcentrationAnalyzed NotesRDLLab ID: Lead

331002730

Attn: Jorge Vizcaino
Aero Environmental Consulting LLC
915 Hilby Avenue
Suite 18
Seaside, CA 93955

Customer PO:
Received: 03/12/10 10:00 AM

Stuefloten T3

Customer ID: 32AECO77

Fax: (831) 394-1627 Phone: (831) 394-1199
Project:

LA Testing Order:

LA Testing Proj:

Test Report: Lead in Paint Chips by Flame AAS (SW 846 3050B*/7000B)

LA Testing
10772 Noel St., Los Alamitos, CA 90720
Phone:  (714) 828-4999        Fax:  (714) 828-4944     Email:   losalamitoslab@latesting.com

Wood Siding12 % wt3/12/20100001 0.010

Client Sample Collected: 3/11/2010P1
% wt

Stripped Paint0.41 % wt3/12/20100002 0.010

Client Sample Collected: 3/11/2010P2
% wt
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Michael Chapman, Laboratory Manager
or other approved signatory

Sample received in acceptable condition unless otherwise noted. Reporting limit is 0.01 % wt. The QC data associated with these sample results included in this report meet the method 
quality control requirements, unless specifically indicated otherwise. Unless noted, results in this report are not blank corrected .  This report relates only to the samples reported above 
and may not be reproduced, except in full, without written approval by EMSL. EMSL bears no responsibility for sample collection activities.

* slight modifications to methods applied Unless otherwise noted, the results in this report have not been blank corrected. Samples received in good condition unless otherwise noted. 
Quality Control Data associated with this sample set is within acceptable limits, unless otherwise noted
Samples analyzed by LA Testing 10772 Noel St.,  Los AlamitosCA AIHA-LAP, LLC ELLAP 101650, CA ELAP 1406

mailto:losalamitoslab@latesting.com

